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Grit-blasted anode surfaces are commonly used in ion engines to ensure adherence of sputtered coatings. Next

generation ion engines will require higher power levels, longer operating times, and thus there will likely be
thicker sputtered coatings on their anode surfaces than observed to date on 2.3 kW-class xenon ion engines. The

thickness of coatings on the anode of a 10 kW, 40-cm diameter thruster, for example, may be 22 gm or more after

extended operation. Grit-blasted wire mesh, titanium, and aluminum coupons were coated with molybdenum at

accelerated rates to establish coating stability after the deposition process and after thermal cycling tests. These
accelerated deposition rates are roughly three orders of magnitude more rapid than the rates at which the screen

grid is sputtered in a 2.3 kW-class, 30-cm diameter ion engine. Using both RF and DC sputtering processes, the

molybdenum coating thicknesses ranged from 8 gm to 130 gm, and deposition rates from 1.8 gm/h to 5.1 gm/h.
In all cases, the molybdenum coatings were stable after the deposition process, and there was no evidence of

spalling of the coatings after 20 cycles from about-60 °C to +320 °C. The stable, 130 gm molybdenum coating
on wire mesh is 26 times thicker than the thickest coating found on the anode of a 2.3 kW, xenon ion engine that
was tested for 8200 hours. Additionally, this coating on wire mesh coupon is estimated to be a factor of > 4

thicker than one would expect to obtain on the anode of the next generation ion engine which may have xenon
throughputs as high as 550 kg.

Introduction

Grit-blasted wire mesh on stainless steel backing is
commonly used in ion engine discharge chambers to
ensure adherence of sputtered coatings. One of the
major sources of sputtered material is the

molybdenum screen electrode that is bombarded by

singly- and doubly-charged ions whose energies are
in the neighborhood of 25 eV and 50 eV,

respectively. Spalled coatings or flakes pose some
risk in shorting the high-voltage ion optics. If
spalling does occur, the fine wire mesh ensures the

spalled material will have sufficiently small

dimensions so electrode gaps cannot be bridged. The
grit-blasted wire-mesh coating retention scheme was

developed in the 1970s for mercury ion engines [ 1].

This method has been employed to retain sputtered

coatings in many ion engine development programs
[2-6].

A 30-cm diameter, engineering model ion engine
was recently tested successfully for 8,200 hours to

obtain component wear-rates and to gain insight into

other life-limiting phenomena [7]. The ground-test

of this ion engine was one of the longest tests of an

inert-gas ion engine and provided data on coatings
and flaking within the discharge chamber. This test

was run at full-power, 2.3 kW, and the engine had a

xenon throughput of 88 kg. In this engineering
model engine, the downstream 520 cm 2 of the

discharge chamber anode was covered with grit-
blasted wire-mesh. The upstream aluminum surfaces
(1650 cm 2) were simply grit-blasted to retain the

sputtered material. Post-test diagnostics [7] of the

discharge chamber determined that a very adherent
coating composed of molybdenum and stainless

steel products was found on the grit-blasted wire

mesh and aluminum surfaces (Table 1). The
thickness of these adherent coatings ranged from

2 gm to 5 gm. Loose flakes were also found at the

bottom of the discharge chamber. The thickness of

these flakes was in the 2 gm to 12 gm range, and the
composition was primarily molybdenum, stainless

steel products, and tantalum. Molybdenum by far

was the major constituent of flakes collected at any
location in the discharge chamber. Figures 1a and lb

are scanning electron photomicrographs of the
morphology of the surface and section-view of a
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typical12gmthickflake.Thematerialappearsvery
granularand"lumpy".Thelargestflakefoundin the
cylindricalpart of the chamberwas 1.7 mm by
0.7mm.In thevicinityof thecathodea 3.8mmby
0.1mmflakewasfound.All looseflakesthatwere
analyzedhadplanaa"dimensionsin the 100gm to
3800 gm range.Since most of the wire mesh
externalsurfaceis comprisedof 51 gm diameter
wires,it is clearthattheseflakesdidnotspallfrom
thewiremeshsurface.Thesourceofthelooseflakes
mayhavebeenthecathode/keeper-electrodeor other
surfacesthatwerenotgrit-blastedor coveredwith
wiremesh.Eventhoughtheion extractiongrid gap
is about0.66mm,thelooseflakesdid notproduce
anypermanentgridshorts.

Thebesttestof theeffectivenessof chambercoating
retentionis operatingthe ion enginein thezero-g
environmentof space.The Deep Space1 ion
propulsionsystemwas launchedin October1998
andwill bethrustinguntil theendof thisyear.The
DeepSpace1 ion enginehasoperatedin zero-g
conditionsfor over 13,000hours with a xenon
throughputexceeding60 kg, andno grid shorting
problemshavebeenencountered[8]. Theflight ion
engineshadthe entireanodesurface(- 2170cm2)
coveredwithgrit-blastedwire-mesh.

Nextgenerationion engineswill likely havexenon
throughputrequirementsin the 200kg to 550 kg
range,implying longeroperation,higher power
levels,andthickersputteredcoatingsinternalto the
engine[9,10].This paperdescribesthe retention
capabilityof thick molybdenumcoatingsprocessed
usingaccelerateddepositionratesand appliedto
grit-blastedaluminum,titanium,andwire meshall
of which are candidatesfor dischargechamber
material.Coatingsrangedin thicknessfrom8 gmto
130gm. Thecoatedspecimensweresubjectedto
vacuumthermal-cycletestswith temperaturesfrom
-60 °Cto 340°C.Resultsof thethermaltestsand
post-testanalysesarepresented.

Apparatus and Procedure

The goal of this effort is to attempt to document the

retention capability of thick molybdenum films on
grit-blasted surfaces. Thirty centimeter diameter
thruster internal surfaces acquire a film thickness of

about 5 gm in 8,200 hours when operated at 2.3 kW.

In this series of experiments the molybdenum is

deposited rapidly on coupons so a 10 gm film

is accumulated in 2 h to 5 h. The coating
microstructure may be somewhat affected by the rate
of deposition of molybdenum, but the RF (Radio

Frequency) and DC (Direct Current) sputter systems
were used to expedite the process and gain some

insight into the coating adherence. The type of
surface preparation for the test coupons was the
same as that used for the ion engines.

Test Coupons

The coupons used in the RF sputter system were
either wire mesh, aluminum, or titanium. One-half

of each of the coupons was grit-blasted, and the
other half was not. Dimensions are shown in

Table 2. The coupons used as substrates in the DC

sputter system were wire mesh and are defined in

Table 3. The surface of these coupons was entirely
grit-blasted. The stainless steel wire mesh is a Dutch

weave using 71 gm and 51 gm wires wlfich are

diffusion-bonded to a stainless steel backing whose
thickness is 89 gm. Overall thickness of the wire

mesh coupon is about 240 gm.

All coupons were grit-blasted using alumina grit

ejected through a 0.18 mm by 3.8 mm rectangular

orifice. Nominal grit dimension was 50 gm. The
grit-blaster air-flow was about 75 standard cm3/s,

and the distance from the nozzle to the coupon was

2.5 cm. A motor-driven fixture ensured the coupon
feed rate was 15 cm/min and that there was a grit-

blasting overlap of 2.5 mm. Figure 2 shows the grit-
blasted texture of the wires with microstructures

having dimensions of the order of 10 gm. The
spacing between the two closely spaced wires in the

Dutch-weave is about 3 gm, while the distance

between wire-pairs is nominally 30 gm. Finally , the
coupons were ultrasonically cleaned with acetone
and then isopropyl alcohol.

RF Sputter System

The RF sputtering system used a 7.6 cm target that

was pure molybdenum. The layout of the coupon
substrates is shown in Figure 3. The sputter-etch
voltage was estimated to be 290 V. The

molybdenum film was deposited for 7 h using 1 kW
RF power at an argon pressure of 1.3 Pa. The base

pressure of the sputter facility without argon gas
load was 4×10 .5 Pa. Prior to the deposition process,
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the couponswere not ion-cleanedsinceit was
desiredto simulatea thrusterdischargechamber
conditionprior totesting.A smoothwitnesscoupon
located5.6 cmfrom thecenterof themainsputter
deposition"spot".Themolybdenumfilm thickness
at that locationwas measuredusing a surface
profilometer.Thefilm thicknesswas30 gm. Test
coupontemperatureswerenot recordedduringthe
RFsputteringprocess.

DC SputterSystem
TheDC sputteringsystemis shownschematicallyin
Figure4. Theplasmageneratoris nearlyidenticalto
thatusedfor early30-cmdiameterion enginesand
inertgasion sources[11,12]. The argon discharge
was generally operated at 45 V to 50 V at current

levels from 6 A to 12 A. The cylindrical target was

stationed near the exit plane of the discharge
chamber. The coupon table was usually separated
fi'om the molybdenum target by 1.8 cm. All
insulators that electrically isolated electrodes were

protected from the sputtered efflux by sputter shield
cups.

The discharge was initiated using about 55 sccm

argon flow through the hollow cathode and applying
a 3-kV, 3-gs pulse to a wire electrode near the

hollow cathode orifice plate. After the discharge
conditions were set, the target was biased-500 V

relative to the grounded cathode assembly. Pressure

in the vicinity of the DC sputtering system was
between 9 mPa and 19 mPa. Molybdenum
deposition times ranged from 3.2 h to 65 h. Basic

parameters for these sputter deposition processes are
shown in Tables 4 and 5.

Thermal-Vacuum Test Facility
Thermal-vacuum cycle-testing was conducted in a

bell-jar facility. The vacuum facility was pumped by

an oil diffusion pump that provided a background

pressure of 9×10 .5 Pa. Above the diffusion pump

was a cold trap of water-cooled baffles followed by
liquid nitrogen-cooled baffles. The facility simulated

temperature cycles experienced in a space

environment in that heating and cooling occur
through radiative processes. For the first part of a
cycle, samples were located over a ceramic heater. A

thermocouple on the sample holder was used to
control the thermal cycling process. When a

programmed upper temperature limit was reached,
samples were physically moved, via a solenoid and

mechanical linkage, into a liquid nitrogen-cooled
copper box. Heat from the sample holder was lost to

the cold walls of the copper box until the controlling
thermocouple reached the low temperature limit. At
this point, the solenoid/linkage system moved the

samples back to the heating environment for the next

cycle. Temperature data for a second thermocouple
on the sample holder was recorded through a

computer data acquisition system. The controlling
thermocouple was used to activate the solenoids that

moved the coupons from the heater location to the

cold box. Temperature limits for this thermocouple
were +320 °C and-60 °C for Test 1 and +340 °C and

-60 °C for Test 2 (Table 6). The temperature limits

bound those used in the development of the Deep
Space 1 ion engine [13]. In Test 1 and Test 2 the

cooling times were about 3.5 hours and 2.3 hours,

respectively. In all cases the heating time was about
15 minutes.

Coating Diagnostic Hardware and Methods

Measurements of the mass of the molybdenum films

were made by weighing coupons on a balance

accurate at least to the nearest 0.1 mg. Coating
masses ranged from about 30 mg to 210 mg.

Knowing the coupon planar area and mass gain, the

film thickness was estimated using the bulk density
of molybdenum which is 10.2 g/cm 3 [14]. Attempts
were made to measure the step in a masked silicon

coupon to verify the deposited film thickness. This

method was found to be unreliable for coatings

_>25 gm since film spalling occurred on many of the
smooth silicon coupons.

A scanning electron microscope (SEM) was used to

characterize the surface features of the grit-blasted

wire mesh before and after the coating process. Film
cross-sections and film surface structure were

documented at magnifications from 100X to

10,000X. An optical microscope (5X, 10X, 20X)
was used to examine coatings after the thermal
cycling tests.

Results and Discussion

As indicated in Table 1, discharge chamber wire

mesh coating thicknesses up to 5 gm have been

measured on a 2.3 kW ion engine that processed
88 kg of xenon propellant during the course of a

8200-hour test. The Deep Space 1 flight spare ion
engine has processed more than 150 kg of xenon,
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and from a simpleextrapolationbasedon xenon
throughput,thechambercoatingthicknessmightbe
as muchas 9 Bm.Next generationenginesmay
processup to 550 kg of xenon,and discharge
chambercoatingthicknessmaybein thevicinity of
22Bmto 31Bm.Sincetheextrapolationsof coating
thicknessareverycrude,it wasdecidedto examine
theretentioncapabilityof molybdenumto wiremesh
forcoatingthicknessesinexcessof 100Bm.

TheRFandDC coatingmethodsprovideveryrapid
depositionof molybdenumcomparedto deposition
rateson ion engineanodes.TheRF andDC sputter
depositionrateswere5.1 Bm/h and 1.8 Bm/hto
3.3Bm/h,respectively.Theseaccelerateddeposition
ratesare roughlythreeordersof magnitudemore
rapidthantheratesatwhichthemolybdenumscreen
grid is sputteredin a 2.3 kW ion engine[7].
Determiningthe coatingstability of ion engine
molybdenumdepositedat a rate of only 8Bmin
13,000hoursis beyondthescopeof thiseffort.The
high-ratesputtermethodsusewire meshsubstrates
preparedin similar fashion as the ion engine
material.The high-rateDC sputtersystemhad
substratetemperaturesof about240°C, andthis is
closeto atypicalionenginechambertemperatureof
300°Cor less.TheDC sputtersystempressurewas
about0.02Pa,andthat is very similar to the ion
enginechamberenvironment(Table4).

Thefollowingsectionsdescribethecharacteristicsof
the molybdenumcoatings after the deposition
processfollowed by discussionsof the coating
integrityafterthethermalcycletests.

Characteristics of the Coatings after the
Deposition Process

The six RF sputter coated coupons were about

1.2 cm by 2.5 cm, and each coupon experienced a
mass gain of 0.10 g to 0.13 g after 7 hours of

sputtering (Table 2). ff it is assumed that the coating
density is the same as bulk molybdenum, then the

coating thickness ranged from 34 Bm to 39 Bm
(Table 5). The wimess coupon, located 1.8 cm

beyond the target outside diameter, had a film

thickness of 30 Bm as measured by a surface
profilometer. Since the coupons of interest are in the

main deposition zone, it highly likely that their

coating thickness is > 30 Bm. Additionally, at
sputtering pressures of 1 Pa or less, others have

found molybdenum sputtered coatings exhibit bulk-

like properties with densities ranging from 80% to

100% of bulk density [15,16]. ff the coatings are

80% dense, the thickness range is from 42 Bm
to 49 Bin.

The RF-coated coupons were made of either
stainless steel wire mesh, titanium, or aluminum.

One-half of each coupon was grit-blasted and the
other half was not. After these coupons were coated

and returned to room temperature, there was no

evidence of spalling on any of the coupon surfaces.

The nominal 35 Bm coatings were even retained
without spalling on the non grit-blasted surfaces.

All seven DC sputter-coated coupons were made of
stainless steel wire-mesh diffusion bonded to

stainless steel sheet metal. Coupon mass gain after

the deposition process ranged from 8.1 mg/cm 2 to
130 mg/cm 2 (Table 3). ff is assumed the coating

density is the same as bulk molybdenum, the coating

thickness varied from 8.0 Bm to 130 Bm. In two

cases the thickness based on mass gain was

compared with the coating thickness measured by a
profilometer on step at the coating interface on a
silicon witness coupon. In the case of the wire mesh-

2 coupon, the coating measurements were both

determined to be 22 Bm (Table 3). For wire mesh-3

coupon, the two types of coating thickness

measurements differed by about 30% for the

nominal 10 Bm films. Thicker films of 25 Bm to

130 Bm spalled on the smooth silicon witness plate.
After coating at a temperature of about 240 °C, the
wire mesh coupons were returned to room

temperature with no indication of spalling of
coatings.

Figure 5 shows the 51 Bm diameter wires coated

with 25 Bm of molybdenum. The coatings exhibit a

rough structure that is dictated by the grit-blasted

substrate that is shown in Figure 2. Energy
dispersive analysis using X-ray diagnostics verified

the coating was pure molybdenum with trace

amounts of chromium, zirconium, and possibly
phosphorus. Figure 6 is a highly magnified

photograph of the 51 Bm diameter wire coated with

8 Bm of molybdenum. This photograph indicates
that the coating may be comprised of "macro-
columns" whose cross-sections have dimensions in

the 6 Bm to 17 Bm range.
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Figure 7 shows the structure of a 58 gm
molybdenumcoating.Largecolumnswith 1gmto 3
gm dimensionsare comprisedof many smaller
columnswith submicrondimensions.Molybdenum
coatingswith densely-packed,fiber-like columns
havingsubmicrondimensionshavebeenreportedby
others using magnetron sputter deposition
methods.[17]In thisreferenceit wasfoundthat"the
overall formation of the column microstructure
beginsat thescaleof tensof microns,thoughthe
formationof a smallnumberof cone-likestructures
is alreadyobservedfor the23nmthickfilm." Since
the coatingsappliedto the wire meshare not
continuous,stressesare probably more readily
relievedbecauseof the discontinuouscolumnar
structure.

Integrity of the Coatings After the Thermal-
Vacuum Tests

The RF sputter-coated coupons were tested for 20
cycles per the thermal limits indicated in Table 6.

After the test, visual inspection showed no changes
in coating appearance. The coupons were nominally

1.2 cm by 2.5 cm with a coating mass in the 100 mg

to 130 mg range. After thermal cycling, the change
in coating mass, in all cases, was less than 1%. Mass

measurements after the thermal testing were only
made to the nearest tenth of a milligram. Microscope
inspections and the mass measurements made before

and after thermal cycle testing indicated there was

no evidence of spalling of the nominal 35 gm thick
molybdenum coatings on wire mesh, aluminum, or
titanium substrates.

The DC sputter-coated coupons were also tested for
20 cycles. Coupon temperatures at the minimum and
maximum temperatures were-60 °C to-54 °C and

+297 °C to +340 °C, respectively. The spread in

temperature measurements is likely due to the fact
that the non-controlling thermocouple was probably
not firmly joined to the coupon holder. As indicated
in Table 3, the coupon planar areas were 1.6 cm 2 to

3.7 cm 2, and the molybdenum coating masses varied

from about 30 mg to 214 mg. After thermal cycling
the coupons were weighed, and the masses

decreased by < 1% in the case of the 8 gm coating to

< 0.2% in the case of the 130 gm coating. Since
mass measurements were made to the nearest tenth
of a milligram, these variations in mass are close to

the measurement uncertainty. Visual inspections

were made at 5X, 10X, and 20X with an optical
microscope. There was no evidence of spalling of

the molybdenum films ranging in thickness up to

130 gm. Detailed analysis of the coatings, after the

thermal-cycle test, using SEM diagnostics was
beyond the scope of this work.

In summary, the accelerated deposition of
molybdenum on wire mesh, aluminum, and titanium

was followed by thermal cycle testing, and there was

no evidence of film spalling as indicated by coating

mass measurements and optical microscope

inspections. Coating thicknesses ranged from 8 gm

to 130 gm, and deposition rates were from 1.8 gm/h

to 5.1 gm/h. Coupon temperatures during the DC
sputter deposition were in the 200 °C to 240 °C

range which is close to the anode temperatures for

the Deep Space 1 ion engine [13]. The 130 gm thick
molybdenum coating on wire mesh is estimated to
be more than a factor of four thicker than one would

expect to obtain on the anode of the next generation
ion engine which may have xenon throughputs as
high as 550 kg.

Concluding Remarks

Grit-blasted titanium, aluminum, and wire mesh

with stainless steel backing are commonly used in

ion engines to ensure adherence of sputtered
coatings. Next generation ion engines will require

higher power levels, longer operating times, and thus
there will likely be thicker sputtered coatings on
their anode surfaces than observed to date on

2.3 kW-class xenon ion engines. The thickness of
coatings on the anode of a 10 kW, 40-cm diameter

thruster [18], for example, are estimated to be 22 gm
or more after extended operation.

Grit-blasted wire mesh, titanium, and aluminum

substrates were coated with molybdenum at

accelerated rates to establish coating stability after
the deposition process and after thermal cycling

tests. These accelerated deposition rates are roughly
three orders of magnitude more rapid than the rates

at which the screen grid is sputtered in a

2.3 kW-class, 30-cm diameter ion engine. Using
both RF and DC sputtering processes, the

molybdenum coating thicknesses ranged from 8 gm

to 130 gm, and deposition rates from 1.8 gm/h to

5.1 gm/h. Coupon temperatures during the DC

NASA/TM_2001-211319 5



sputteringwerein the200°Cto 240°Crangewhich
is closeto anodetemperaturesfor theDeepSpace1
ion engine.In all cases,themolybdenumcoatings
werestableafterthedepositionprocess,andthere
wasno evidenceof spallingof the coatingsafter
20cyclesfromabout-60 °Cto+320°C.Integrityof
the coatingswasdeterminedby measurementof
coatingmassto detectspalledmaterialand by
opticalmicroscopeexaminations.

Thestable,130_tmmolybdenumcoatingon wire
meshis 26 timesthickerthanthethickestcoating
foundon the anodeof a 2.3kW, xenonion engine
that was testedfor 8200hours.Additionally,this
coatingon wire meshcouponis estimatedto bea
factorof >4 thickerthanonewouldexpectto obtain
ontheanodeofthenextgenerationionenginewhich
mayhavexenonthroughputsashighas550kg.
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Table 1. Background information on the extended operation of ion engines.

Reference

Approximate xenon

throughput, kg
Maximum thickness of

coating on the discharge

chamber wire mesh, grn

(composition)
Maximum thickness of
loose flakes in the

discharge chamber, gm
(composition)

Evidence of spalled
coatings on the anode

causing high voltage
shorts?

NSTAR Life

Demonstration Test
of a 2.3 kW ion

engine
7

88

Extended Life

Test of the Deep
Space 1 flight

spare ion engine
9

153

Deep Space 1 ion

engine
8

60

Next
Generation Ion

Engine, 5 kW/
10 kW

10

550

5 (measured)

(Mo, Fe, Ni, Cr)

12

(Mo, Fe, Ni, Cr, Ta)

No

(as of 08-27-01)

9 (estimated)

No

(as of Aug. 2001)
3 (estimated)

No

22 to 31

(estimated)

Table 2. Substrate and molybdenum coating characteristics using the RF sputter deposition system.

Substrate Dimensions, cm

Wire mesh- 4C 1.27 X 2.62 X 0.024

5052 A1- 6C

5052 A1- 7A

1.22 X 2.58 X 0.061

1.19 X 2.43 X 0.081

4901 Ti- 4C 1.27 X 2.60 X 0.077

4901 Ti - 6C

4901 Ti - 7A

1.24 X 2.54 X 0.077

1.26 X 2.65 X 0.074

Mass gain
after

coating, g
0.12607

0.11569

Calculated coating
thickness assuming

bulk density of

molybdenum, gm
37

36

0.10121 34

0.13014

0.11775

39

37

340.11526
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Table3.SubstrateandmolybdenumcoatingcharacteristicsusingtheDCsputterdepositionsystem.

Coupon
Wiremesh-1

_

Wire mesh- 2

Wire mesh- 3

Wire mesh - 4

Wire mesh - 6

Wire mesh- 8-2

Planar area,

cm 2

3.74

3.26

2.99

3.05

2.89

1.65

Mass gain per
coupon area,

mg/cm 2
8.1

22

10

25

Mass gain after

Calculated

coating thickness

assuming the bulk
density of

coating, g
0.0304

molybdenum, _tm
8.0

0.0716 22

0.0298 9.8

25

58

130

Measured coating
thickness on a
silicon witness

coupon, gm

22

0.0770

59 0.1705

130 0.2139

13

Spalled coating

Spalled coating

Soalled coatine

Molybdenum deposition rates ranged from 1.8 gm/hr to 3.3 gm/hr. Coupon thickness is about 240 gm.

Table 4. Typical parameters for the molybdenum sputter-deposition process.

Sputtering method Pressure, Pa Substrate temperature, °C

RF 1.3 -- 5.1

DC 0.009 to 0.019 200 to 240 1.8 to 3.3

Typical operation of the -- 0.02 ~ 250 to 300 6x10-4
ion engine

Estimated deposition

rate assuming coating

is 100% dense, gm/h

Table 5. Characteristics of coupons coated with molybdenum.

Coupon
WM-4C

A1-6C
A1-7A

Ti-4C

Ti-6C
Ti-7A

WM-1
.....

WM-2
WM-3

WM-4

Coating
method

RF sputter

RF sputter
RF sputter
RF sputter

RF sputter
RF sputter

DC sputter

DC sputter
DC sputter
DC sputter

DC sputter

DC sputter

Estimated
thickness

of Mo

coating,

gm
37

Evidence

of spalling
after

coating?
No

36 No
34 No

39 No
37

34
8.0

No

No

No
22 No

9.8 No

25 No
58

130
No

No

Change in
coating

mass after
the

thermal

cycle test
< 0.8%

<0.9%
<1%

<0.8%

<0.9%
<0.9%

<1%
< 0.3%

<0.7%

<0.7%
<0.6%

< 0.2%

Evidence

of spalling
after the
thermal

test?

No

No

No

No
No

No

No

No

No

No

No

No
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Table6.Thermalcycletestparameters.

Test
Numberof

cycles
20

Low High
temperature,°C temperature,°C

-60+ 2 322 + 3

2 20 - 60 to-54

Nominal

cooling
time, hours

Nominal

heating
time, hours

3 to 4 0.22

297 to 340 2.3 0.25

Tests 1 and 2 used RF and DC sputtered coupons, respectively.

Figure 1a- Photomicrograph of the surface structure of a metal flake found in the discharge
chamber of the 30 cm diameter ion engine that completed the 8200 hour Life Demonstration Test.

(Courtesy of the Jet Propulsion Laboratory)
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Figure1b- Photomicrographof thecross-sectionof aflakefoundin thedischargechamberofthe
30-cmdiameterion enginethatcompletedthe8200hourLifeDemonstrationTest.Flake

thicknessisabout12gm.(Courtesyof theJetPropulsionLaboratory)

Figure2- Photomicrographof grit-blastedwiremesh.Thewirediameteris51gm.
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Mainsputter
deposition
spotonarotating
stage

A1- 7A

/

I

• f
\

Ti - 7A

\

A1 - 6C

Ti -4C

I Ti - 6C

WM - 4C

_k

7.6 cm

Figure 3 - Layout of coupons on the RF sputtering system stage.

Cylindrical target
at-500 V, OD =
5.4 cm, ID =
4.4 cm

,,,

Coupon table,
electrically

floating

Insulator

I I

Hollow cathode/baffle/pole-
piece assembly with an
argon flowrate of 40 to

60 sccm,

Steel

,__ discharge

chamber with

A _ Cylindrical anode,

I lectri eter

l plate and mount

Figure 4- DC sputtering hardware (not to scale).
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Figure 5 - Photomicrograph of the wire mesh with a 25 gm thick molybdenum coating.

The wire diameter is 51 gm prior to coating.

Figure 6 - Photomicrograph of a 51 gm wire contained in the wire mesh with an

8 gm coating of molybdenum.
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Figure 7 - Photomicrograph of a 51 gm wire surface with a 58 gm thick coating of molybdenum.
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